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& fily/ Product
J¥ 3 / Appearance Colleidal Particle
# £ / Carrier Polyethylene
Fri# / Particle Size 3~5mm
B LA ) 4 4y 1.73%0.3 kg/25:2mm
Ultimate Tensile Strength ) - 1.04+£1.17 kgl/25:2mm
B #E R F At - 255+39 %
Elongation iy - 37955 %
DR Ly - 68.1£3.1 of
Tear Strength 1) - 503x23 gf
E g
Heat-seal Intensity 1.64+0.23 kgf/25+2mm

Note: 1. )ljjZ/E7E CNS 12987, 2. 77755%f<f//GPA-M016f7:§/F43 2%
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%ReE8 Burning Test
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Note: 1. Jj¢/z% ASTM E662(2001) & FAR 25.853(1995), 2. JijZ¢f ) GPA-M016

ﬁft“?ﬁ@l Dissolving

HFE ”EIE' A HIFMEE HEVRE! At HFHEE
e P Y 4.5 ppm AT (THL5E) 5 ppm
A Fmt) <1 ppm 1(Pb) 1 B ND CNS 12221
ﬁﬁ h (= 5.5 ppm | CNS 12221 ﬁf;(Cd)F £ ND
AR 4%[&@{) 25 ppm r“‘%ﬁt‘&f@% 0.92ppm | CFR Title 21,
591 (20%[EP%) | 5 ppm = PIR AL 1.93ppm | Pt177.1520
Note: 1%%%% GPA-M016+PP '
=F & fif/ Application
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G S g T R ALY BT ) PR
fi®' 173/ Application Method
IEETR ZYE
TR 60%HDPE + 40% GPA-M016
[ ¥EL 70%HDPE + 30% GPA-M016
b P 10% LLDPE + 40%HDPE + 50% GPA-M016
PIPEES! 50%PP + 50% GPA-M016
oA 50%PA + 50% GPA-M016
PE,OPS éﬁiﬂﬂ’?}'fﬂ 60%PE,OPS + 40% GPA-M016
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